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PROJECT QUALITY MATERIALS TESTING

CCiz

Series 8 16 30 50

CERTIFIED TESTING LABORATORY

% PROJECT NO. NG-30319

CLIENT PEACELAND/SPRINGBUCK
CC METRQO TESTING + ENGINEERING
PEACELAND OILFIELD
PEACELAND OILFIELD
QUALITY MATERIALS TESTING

VARIOUS

DATE RECIEVED May.04.2023 DATETESTEDMay.05.2023 DATESAMPLED May.04.2023

SUPPLIER HALEFWAY 26 SAMPLEDBY CLIENT
SOURCE STOCKPILE TESTEDBY HB
SPECIFICATION MOT 2016 HSFA (PL) TESTMETHOD WASHED
MATERIALTYPE 2 5MM
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75 mm No. 4 4.75 mm 57.3 40.0 - 70.0
50 mm No. 8 2.36 mm 48.0
11729 -37.5 s No. 316 - 1.18 mm 41.6 20.0 - 50.0
25 mm 100.0 {100.0 - 100.0} | No. 30 600 um 34.9
3/4" 19 mm 98.1 85.0 - 100.0} | No. 50 300 pm 23.0 10.0 - 30.0
1/2% 12.5 mn 85.8 No. 100 150 pm 124
3/8% 9.5 mm 76.2 60.0 - 85.0 No. 200 75 pm 5 7.0 - 15.0
MOISTURE CONTENT: 2.2%
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Reporting of these test results constitutes a testing service only. Engineering interpretation or evaluation of test results is provided only on written request.



